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Read this chart along with our catalog for your safety use of 
PISCO products.
*The information in this chart is a general experimental value of the material but 
not a guaranteed value.  This chart should  be used only as a guide in selecting 
equipment for chemical compatibility testing.  Always test the equipment with the 
specific chemicals under the specific conditions of your application.  Variations 
in tempereture, pressure, and concentration can cause equipment to fail, even 
though it passed an initial test.  
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1.The information in this chart is a general experimental value of the material but not a guaranteed value.
2.Upon using a chemical, always test the equipment with the specific chemicals under the specific 

conditions of your application by referring to this chart.
3.Unless otherwise stated, the concentration of chemical solution is saturation and the test 

temperature is room temperature. 

■ Codes in Table
Code Description

S Superior: No effect or mostly no effect on matarial
G Good: Minor effect (problem may occur depending on a condition)
F Fair: Moderate effect (need keen attention for use)
N No good: Severe effect (not recommended for use)
− No data available

■ Major Material List
■ Resin
Material Code aMaterial Name Typical application on PISCO products

PBT Poly buthylene terephthalate Resin body of push-in fitting
POM Poly oxy methylene (acetal/polyacetal) Release-ring
PPS Poly phenylen sulfide Chemical type (PPS) fitting

PCTG Glycol modified polycyclohexylene-di-methylene-terephthalate Filter cover of vacuum generator
PP Poly propylene PP type push-in fitting, speed controller, throttle valve

ABS Acrylonitrile butadien stylene resin Cover of Air pincette
PA6 Poly amide 6 (Nylon) Air pincette, main body of Plarailchain

PEEK Polyetheretherketone(peek) Vacuum pad mark-free

■ Rubber, Pad
Material Code aMaterial Name Typical application on PISCO products

NBR Acrylonitrile butadiene rubber Rubber seal of push-in fittings, Vacuum pad (nitrile), etc.
HNBR Hydrogenated acrylonitrile butadiene rubber Rubber seal of SUS303 like corrosivity fitting and speed controller
EPDM Ethylene propylene diene terpolymer Rubber seal of PP type fitting, speed controller, throttle valve
FKM Fluorocarbon rubber Rubber seal of chemical type (PPS) fitting
CR Polychloroprene Sponge pad

AU, EU Polyurethane Vacuum pad
FVMQ Fluoro vinyl methyl silicone / Fluoro silicone Soft vacuum pad (fluoro-silicone)
VMQ silicone / Vinyl methyl silicone Vacuum pad (silicone)

■ Tube
Material Code aMaterial Name Typical application on PISCO products

PA12 Poly amide 12 NA, NB, NL, SNT, FB inner tube
TPU (ester) Thermo poly urethane (ester) UBT、UE
TPU (ether) Thermo poly urethane (ether) UB, UC, UBS, UD, UQ, UCQ, UL, ULF (made in Japan)

PFA Perfluoro alkoxyl alkane polymer SFT
FEP Tetrafluoroethylene-hexafluoropropylene copolymer SET
PVC Poly vinyl chloride Outer cover of FB
PAO Polyolefin CTA、CTB

■ Metal
Material Code aMaterial Name Typical application on PISCO products

C3600 Free cutting brass Metallic body of fitting
A2011 Free cutting aluminum Lock nut of speed controller, throttle (needle) valve, regulator and etc.

SUS304 Stainless Steel SUS304 (Austenite) Metallic body of SUS304 and PP fitting
SUS316 Stainless Steel SUS316 (Austenite) Metallic body of SUS316 fitting and SUS316 throttle (needle) valve 

Special stainless steel Special stainless steel Metallic body of SUS303 like corrosivity fitting and speed controller

Safety cautions
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A Acetaldehyde S S S － G F F － F F G N F N N G G N N G － F G G S S S － N N
Acetamide (Ethanamide) － － － － － － － － S S S F S N S G － － － － － － － － － － － － － －
Acetic Acid (Ethanoic Acid) S F S F S S G S G G G N F N N G G F F S S G S N F S S S G G
Acetic Acid, Glacial － － S － － － － － F F S F G N N G － － － － S － － － － － － － － －
Acetic Acid, Hot, High press. － － － － － － － － N N F N N N N F － － － － － － － － － － － － － －
Acetic Anhydride G － S － G F N － F F G N G N N G F G N G S N G N F N N N N N
Acetic anhydride G － S － G F N － F F G N G N N G F G N G － N G N F N N N N N
Acetone S S S N F N F S N N S N N N N N G N N S S N F G G G G G N N
Acetophenone － － S － － N － － N N S N N N N N － － － S S － － － G G G － － －
Acetyl Bromide S － S － － － － － N N S S N N N N － － － － － － － － － － － － N N
Acetyl Chloride S S S － － － S － N N N S N N S N － － － － － － － － － － F － N G
Acetylene S － S － S S S － S S S S G N － G G N N S － S S N S S S － G G
Acrylonitrile S S S － － － － － N N N F N N N N S － － G － N － G G S S － G G
Air S S S G G G S G S S S S G S G G S S S S S － － S S S S S S S
Aluminium Acetate S S G － S S S － G G S N G N N N － F N － － S S － F F G － F F
Aluminium Bromide S － S － S G G － S S S S S F S S － － － － － － S － － － － － N G
Aluminium Chloride S S G － S G G － S S S S S F S G － S G S S G S N F N N － N G
Aluminium Fluoride S － S － S － G － S S S S S F S G － － － S － － S G － N N － N N
Aluminium Hydroxide － － S N － － － － G G S G G － － G － － － S － － － － － － － － － －
Aluminium Nitrate S － G － S S F － S S S S S F － G － － － S － G S － F F G － N N
Aluminium potassium sulfate S S S － S － S － F F S F S N G G S － － － － － S － － － － － N N
Aluminium Sulphate S － S － S S S － S S S S G N S S G F F － － S S N N N G － G G
Ammonia, Gas, Cold G － － － G － G － N N G N F G N S － G G G － N S N G G G N F F
Ammonia, Gas, Hot G － － － － G S － S S S N S － N S － G G G － F S N G G G － F F
Ammonia, Liquid (Anhydrous) G － － － G G S － G G S N N N N G G S S S S G S F G G G G N F
Ammonium Acetate － － G － － － － － F F S F S N S G G － － － － － － － － － － － － －
Ammonium Carbonate S S S － S S S － N N S S S N － － S － － S － S S F G G G － G G
Ammonium Chloride S S S － S S S － S S S S S G S G G S G S － S S N － F F － N G
Ammonium Hydroxide, 3Molar G S S － S S S － S S S F G N S S － － － S － G S N G G G － G G
Ammonium Hydroxide, Concentrated － － S N － － － － N N S G F N S S － － － － － － － － － － － － － －
Ammonium Nitrate S － G － S S S S S S S － S N － G G － － S － G S N G S S S N N
Ammonium Persulfate Solution S G S － S S S － N N S － N N － － － F N － － G S N － S S S N －
Ammonium Phosphate S S S － S S S － S S S N S － － S G － － S － G S F F G G － － G
Ammonium Sulfate S － S － S S S － S S S N G － － S G F F S － S S F G G G － G G
Amyl Acetate (Amyl Ethanoate) S S G － G － － － F F F N N N N N S － － － － F G F G － G － － F
Amyl Alcohol (Pentyl Alcohol) S － S － G G G － G G S G G N S N G F F G － F G G G G G － N F
Amyl Borate S S S － G － － － S S N S N － － － － － － － － － G － － － － － N F
amyl naphthalene S － － － G － － － N N N S N N S N － － － － － － － G － － － － N F
Anhydrous Ammonia G － － － S G S S G G S N S N N F S S S S － G S F S S S － G G
Aniline (Phenylamine) S － S N F － N － N N G F N N F N F F N S S N F N G G G － N F
Aniline Dyes S － S － S F F － N N G G G N G F － F F － － S S F － － S － N F
Animal Glue S － S － － － － － S S S S － － S S － － － S － － － F G － F － F F
Animal Oil (Lard Oil) S S S － S G S － S S G S N G S G － － － － － F S G S S S － G G
Aqua Regia N － N － F N N － N N F G － N F N － N N S S N N － N N N － N F
Argon － － S － － － － － S S S S S S S S － － － － － － － － － － － － － －
Arsenic acid － － S － － － － － － － － － － － － － － － － － － － － － － － － － － －
Asphalt S － S － S － S － G G N S N G G N － － － － － － S G S S S － G G
ASTM Oil No.1 S S S － － － S － S S N S F S S S G S S － － F G S S S S － G G
ASTM Oil No.2 S S S － － － S － S S N S N G S N G S S － － F G S S S S － G G
ASTM Oil No.3 S S S － － － S － S S N S N G S F G S S － － F G S S S S － G G

*The information is a general experimental value of the material but not a guaranteed value.  Upon using a chemical, always test the equipment with the specific chemicals under the specific conditions of your application.
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A ASTM Reference Fuel A S S S － F － S － S S N S N S S N － S S － － － F S S S S － G G
ASTM Reference Fuel B S S S － F － S － S S N S N G S N － F F － － － F S S S S － G G
ASTM Reference Fuel C S S S － F － S － G G N S N N G N － F F － － － F S S S S － G G

B Barium Chloride S S S － S S S － S S S S S S S S S － － S － S S N G N G － N G
Barium Hydroxide S S S － S S S － S S S S S F S S － － － S － S S F N G S － G G
Barium Sulfate S S S － － － S － S S S S S － S S － － － S － － － F G G G － G G
Barium Sulfide S － S － S － S － S S S S G S S S － － － S － － － G － － G － N G
Beet Sugar Liquids S S S － － － － － S S G S － － S S － － － － － － － G － G G － N G
Benzaldehyde S － S － F － F － N N S N N N N F G － － S S － F F S F F － N N
Benzene S S S N F F G － N N N S N N F N G N N S － N F N G G G － N G
Benzine S S S － F － G － S S N S F G S N S － － － － － － S S S S － N G
Benzochloride － － S － － － － － N N S S N － S － － － － － － － － － － － － － － －
Benzoic Acid S G S － － － － － N N N S N N G N G F F S － － － G S F F － N G
Benzophenone － － S － － － － － － G G S N N S － － － － － － － － － － － － － － －
Benzyl Alcohol S G S － － － － － N N G S F N G G F N N S S － － F － F F － N G
Benzyl Benzoate S － S － － N － － N N F S N N S N － － － － － G － G S G G － N G
Benzyl benzoate S － S － － N － － N N F S N N S N － － － － － G － G S G G － N G
Benzyl chloride S S S － － N N － N N N S N N G N － － － S － N － N F G G － N G
Benzyl Chloride S S S － － N N － N N N S N N G N － － － S － N － N F G G － N G
Boric Acid S － S － S G S S S S S S S S S S － G G S S G S G N G G G N G
Bromine G － G － N N N － N N N S N N G N N － － S S N N N N N N － N G
Bromine Trifluoride － － － － － － － － N N N N N N N N － － － － － － － － － － － － － －
Bromomethane (Methyl Bromide) S － S － － － － － G G N S N － S － G － － － － － － G － － S － N G
Bunker fuel S － S － － － － － S S N S N G S G － － － － － － － F － － G － N G
Butadiene (Monomer) － － G － S － S － N N N G N N G N － － － － － － G － － － － － － －
Butane S S S － S S S － S S N S F S G N G G G S － G － S S S S － N G
Butyl Acetate S S G － F N S － N N G N N F N N S N N S S N F F G G G － N N
Butyl Acrylate S － S － F N S － N N N S N － N S － － － － － N F G G S S － N N
Butyl Alcohol (Butanol) － － － － － － － － G G G S G N G G － － － － － － G － － － － － － －
Butyl Cellosolve S S S － － － G － F N G N N N N － G － － － － － － F － － F － G G
Butyl Stearate S － S － － － S － G G F S N － G － － － － － － G － － F G G － N G
Butyric Acld － － S － － － － － N N G G N － － － － － － － － － － － － － － － － －

C Calcium Acetate S S G － S S S － G G S N N N N N － － － S － S S F N G G － N N
Calcium arsenate S － S － － － － － F F S F S N S G － － － － － － － － － － － － N N
Calcium Bisulfite S － S － S G S － G G F G G F F F － － － S － S S N G F G － N G
Calcium Carbonate S S S － － － － S S S S S S F S S － － － － － － － － － － － － N －
Calcium Chloride S S S － S S S S S S S S S S S S S S G S S S S G S G G F G G
Calcium Hydroxide F S S － S S S S S S S S S G S S － － － S － S S F N F G － G G
Calcium Hypochlorite S F S － S － N － G G S S G N G G － S F S － － S N F － F － G G
Calcium Nitrate － － G － － － － － S S S S S S S G － － － － － － － － － － － － － －
Calcium Oxide － － S － － － － － S S S S S S S G － － － － － － － － － － － － － －
Calcium Sulfate － － S － － － － － F F S F S N S G － － － － － － － － － － － － － －
Calcium Sulfide S － S － S S S － S S S S G S S S － － － S － S － G G G G － N G
Carbitol － － － － － － － － G G G G G N G G － － － － － － － － － － － － － －
Carbon Dioxide S S S － S － S － S S G F G S S G － S G S － S S G G G G － N －
Carbon Disulfide, Carbon Disulfide S S S － N N N － N N N S N － S N G F N G S N N F S S S S N G
Carbon Monoxide S S － － － － － － S S S S G S G S － － － S － － － G S S S － G G
Carbon Tetrachloride G S S N F N N － G G N S N N G N N F N S S N N F F G S S N N
Carbonic Acid S － S － G G － － G G S S G S S S － F F S － G F F G G G － G G
Castor Oil S S S － S F S － S S G S S S S S － S F S － F S G S S S － F G

*The information is a general experimental value of the material but not a guaranteed value.  Upon using a chemical, always test the equipment with the specific chemicals under the specific conditions of your application.
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Ｃ

Ｄ

C Caustic Potash (Potassium Hydroxide) N S S － S － G S F F S F G N G F G － － S S － － F F F F － G G
Caustic Soda (Sodium Hydroxide)(10%,20ºC) N S S － S S S － G G S S G N G G G S S S － G S F N S S － N G
Caustic Soda (Sodium Hydroxide)(30%,20ºC) N G S － S S S － G G S G G N G N G S S S － G S － N S S － N F
Caustic Soda (Sodium Hydroxide)(30%,70ºC) N F S － S F N － G G S N － N － N F S S F － N G － N G G － N N
Cellosolve － － S － F － S － N N G F N N N N － － － G － N F F G G G － G G
Cellosolve, Acetate S S G － N － G － N N G N N N N N － N N － － N G － － － － － N N
Chlorine Dioxide － － － － － － － － N N F S N N G － － － － S － － － － － － － － － －
Chlorine Trifluoride － － － － － － － － N N N N N N N N － － － － － － － － － － － － － －
Chlorine Water － － － － － － － － F F G S － － － － － － － － － － － － － － － － － －
Chlorine, Dry － － G － － － － － N N N S N F S N － － － － S － － － － S S S － －
Chlorine, Wet － － N － － － － － N N F G N N G N － － － － － － － － － N N N － －
Chloroacetic acid － － S － － － － － N N G N N N N － － － － － － － － － － － － － － －
Chloroacetic acid G － S － F － N － F N G F G N G G N － － G － － N － － － － － － F
Chloroacetone G － G － F N － － N N S N N N N N － － － － － N － － F G G － N N
Chlorobenzene G － S － F － N － N N N S N N G N F － － － － － N G － － － － － F
Chlorobenzene G － S － F － N － N N N S N N G N F － － － － － N G － － － － － F
Chlorobromo Methane － － G － － － － － N N G S N N G N － － － － － － － － － － － － － －
Chlorobutadiene － － G － － － － － N N N S N N G N － － － － － － － － － － － － － －
Chlorodecane － － S － － － － － N N N S N － S N － － － － － － － － － － － － － －
Chloroform (Trichloromethane) G S S N N N N － N N N S N N F N N N N S S N N G F G G S N G
Chloronaphthalene or o-Chloronaphthalene － － G － － － － － N N N S N N G N － － － － － N － － N G G － － －
Chloronitroethane － － G － － － － － N N N N N N N N － － － － － － － － － － － － － －
Chlorosulfonic Acid G － F － N N N － N N N N N N N N N － － S S N N F F N F － N N
Chlorotoluene G － S － F N N － N N N S N N G N － － － － － N N － － － － － N G
Chromic Acid (2%,70ºC) N － S － G N N － N N G S N N － F N N N G G G G N F F F － N G
Chromic Acid (2%,50ºC) F － S － G N N － N N G S N N F F N N N G G G G N F F F － N G
Chromic Acid (10%,70ºC) N － S － F N N － N N F S N N － F N N N G G G F N F F F － N G
Chromic Acid (25%,70ºC) N － G － N N N － N N N S N N － F N N N G G G N N N N F － N N
Citric Acid S G S G S G S S S S S S S S S S G G F S － G S S － S S G G G
Coconut oil － － S － － － － － S S F S F F S S － － － － － － － － － － － － － －
Copper Chloride S S S － S S S － S S S S G S S S G － － S － G S N F F F F N G
Copper Cyanide S － S － S S S － S S S S S S S S － － － S － G S － N G G － N G
Copper Sulfate 10% － － S － － － － － S S S S G G S S － － － － － － － － － － － － － －
Copper Sulfate 50% S S S － S S S － S S S S G F S S G － － － － S S F N G G － G G
Corn oil S S － － G － S － S S F S N S S S － － － － － － － F F － S － G G
Cottonseed Oil S S S G G － S － S S F S N S G S G － － S － － G F S G G － F G
Creosote oil S S S － － － － － S S N S G G S N － － － － － N － F G G G － F G
Cresols (Methylphenol) S G S － G N N － N N N G N N G N N N N S S F G G G F S － N F
Cyclohexane (Hexamethylene) S － S N F G S － S S N S N S S N G － － S S N F F G G G － N F
Cyclohexanol S － S － G G S － S S N S N － S N S G F G － N G F G G G － F G
Cyclohexanone S － S － F N F － N N G N N N N N S G F S S N F － G G G － N N

D Decalin S － S － － － － － N N N S N － S N S F F － － － － － － － － － N G
Developing FIuids (Photo) S S S － S S S － S S G S G － S S － － － － － G S N － S S － G G
Diacetone Alcohol S S S － － － － － N N S N N N N F G － － S － － － F － S S － N F
Dibenzyl Ether S － S － F － G － N N G N N G － － － － － F － － F S G G G － N F
Dibutyl Ether S － S － F － G － N N F F N G F N － － － S － N N － G G G － N N
Dibutyl phthalate S － S － G N S － N N G F N F F G － S S － － N － － G G G － G G
Dichlorobenzene or p-Dichlorobenzene S － S － F N N － N N N S N N G N － － － S － N N F － － － － N F
Dichloroethane G S － N G N N － N N F S N N F N － － － S － N － G F G G － N G
Dichloromethane G S － － F N N － N N N G － N － N － － － G － N － － F G G － N F

*The information is a general experimental value of the material but not a guaranteed value.  Upon using a chemical, always test the equipment with the specific chemicals under the specific conditions of your application.
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D Diesel Oil (Light Oil) － － S － － － － － S S N S N F S N G － － － － － － － S － S － － －
Diethanolamine (DEA) S － S － － － － － F F G F G N F G G N N － － － － － － － S － N F
Diethyl ether (Ethyl Ether) S － S － F N G － F F F N N G F N G F F S － N N F G G G － N N
Diethyl Sebacate S － S － F － G － G G G G N N G G － － － － － － F － － － － － N N
Dilsopropyl Ketone － － S － － － － － N N S N N N N N － － － － － － － － － － － － － －
Dimethyl Formamide (DMF) S － S N F － N － G G G N N N N G G N N F F － － F S － S － N N
Dioctyl phthalate (DOP) S － S － G － S － N N G G N N G F － S S － － N － － － S S － F G
Dioctyl Sebacate (DOS) S － S － G － S － N N G G N G F F － S S － － N F － － － － － F G
Dipentene S － S － － － － － G F N S N N F N － － － － － － － － － － － － G G
Diphenyl S － S － － － － － N N N S N N G N G － － － － － － － G G G － N F
Diphenyl Oxides S － S － － － － － N N N S N N G F － － － － － － － － － － － － N G
Dowtherm, A － － S － － － － － N N N S N N G N － － － － － － － F － F G － N G
Dowtherm, E － － S － － － － － N N N S N N G N － － － － － － － － － － － － － －

E Epichlorohydrin － － S － － － － － N N G N N N N N － － － － － － － － － － － － － －
Ethane － － － － － － － － S S N S F F G N － － － － － － － － － － － － － －
Ethanol Amine S S S － G － G － G S S N G F N G － N N － － N G N G G G － F F
Ethyl Acetate-Organic Ester S S G N F N S － N N G N N N N G S N N S S N F F G G G － N F
Ethyl Acetoacetate S S － － － － － － N N G N F N N G － － － － － － － － － － － － N N
Ethyl Acrylate S － S － － N － － N N G N N N N G － － － － － N － F S S S － N N
Ethyl Alcohol (Ethanol) S S S G G F G S G G S F S N S G G F F S － N G S S S S S G G
Ethyl Benzene S S S － F N － － N N N S N N S N － － － G － N N F G G G － N G
Ethyl Cellulose S S S － S － － － G G G N G G N F － － － S － N S － G G G － G G
Ethyl Chloride S S S － F N N － S S F S F G S N － － － G － N N F G S S S N G
Ethyl Ether, refer Diethyl ether S － S － F N G － F F F N N G F N G F F S S N N F G G G － N N
Ethyl Oxalate S － S － － － S － N N S G N － G N － － － － － － F － － － － － N G
Ethyl Silicate S S S － － － G － S S S S G － S － － － － － － N － G － G G － N G
Ethylene Chloride － － － － － － － － N N N G N N G N G G G － － － － － － － － － － －
Ethylene Chlorohydrin G － S － F N N － N N G S G N G F － － － G － N F － G G G － N G
Ethylene Diamine S － S － G N G － S S S N G N N S S N N S S N G － N S S － N N
Ethylene Glycol (Glycols) S S S G S S S － S S S S S F S S G G G S S N S F S S S － G G
Ethylene Oxide S － － － － N － － N N F N N N N N G － － S － N － F S G G － N N

F Fatty Acids S S S － F G S － G G F S N S － F S － － S － S F F S G S － G G
Ferric Chloride S S S － S S S － S S S S G S S G G － － S S S S N N N N － N G
Ferric Nitrate － － S － － － － － S S S S S S S G － － － － － － － － － － － － － －
Ferric Sulfate S S S － S S S － S S S S － － S G － － － － － G － N F S F － G G
Fluorine (Gas) － － G － － － － － N N N G － － － N － － － － － － － － － － － － － －
Fluorine (Liquid) G － － － － － － － N N N G － － － N N S N N － － － N F N F － F F
Formaldehyde S － S － S G F － F F G N F N N G G － － S S G G G G S S － N F
Formic Acid (25%, 20ºC) G － G － S S F F F F S F S N F G F F N S S F S F F G N － N N
Formic Acid (50%, 20ºC) F － G － S G N － F F S F － N － G F F N S S N S F F G N － N N
Formic Acid (90%, 20ºC) N － G － S F N － F F S F － N － G N F N S S N S F F F N － N N
Freon, 11 (Trichlorofluoromethane) S S － － － F － － N N N G N N G N G － － G － － － S G S S － N G
Freon, 112 － － － － － － － － G G N S F － － N － － － － － － － － － － － － － －
Freon, 113 － － － － － N － － － － － － － － － － G － － G － － － S G S S － N F
Freon, 114 (Dichlorotetraethane) S S － － － F － － S S S S S S G N G － － G － － － S S S S － N F
Freon, 114B2 S S － － － － － － G G N G N － － N － － － － － － － － － － － － － －
Freon, 12 (Dichlorofluoromethane) S S － － － G S － G G F G S S F N G － － G － － － S S S S － N F
Freon, 13 － － － － － － － － S S S S S － N N G － － G － － － － － － － － － －
Freon, 134a (Tetrafluoroethane) － － － － － － － － S S S N S － － － － － － － － － － － － － － － － －
Freon, 13B1 (Bromotrifluoromethane) － － － － － － － － S S S S S － G N － － － G － － － － － － － － － －

*The information is a general experimental value of the material but not a guaranteed value.  Upon using a chemical, always test the equipment with the specific chemicals under the specific conditions of your application.
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F Freon, 14 (Tetrafluoromethane) － － － － － － － － S S S S S S － N － － － G － － － － － － － － － －
Freon, 21 (Dichlorofluoromethane) S S － － － － － － N N N N F － － N G － － － － － － S G S S － N N
Freon, 22 (Chlorofluoromethane) S S － － － － S － N N F N S N N N G － － G － － － S S S S － N N
Freon, 31 － － － － － － － － N N S N G － － － G － － － － － － － － － － － － －
Freon, 32 － － － － － － － － S S S N S － － － － － － － － － － － － － － － － －
Freon, 502 － － － － － － － － G G S G S － － － G － － － － － － － － － － － － －
Freon, BF － － － － － － － － G G N S N S － N － － － － － － － － － － － － － －
Freon, C318 － － － － － － － － S S S G S － － G G － － － － － － － － － － － － －
Freon, K-142b － － － － － － － － S S S N S － － － － － － － － － － － － － － － － －
Freon, K-152a － － － － － － － － S S S N S － － － － － － － － － － － － － － － － －
Freon, MF － － － － － － － － G G N G N F － N － － － － － － － － － － － － － －
Freon, PCA － － － － － － － － S S N G G S － N － － － － － － － － － － － － － －
Freon, TF － － － － － － － － S S N G G S － N － － － － － － － － － － － － － －
Freon115 (Chloropentafluoroethane) － － － － － － － － S S S G S － － － G － － G － － － － － － － － － －
Fuming Sulphuric Acid (20% Oleum) － － G － － － － － N N N S N N N N － － － － S － － － － － － － － －
Furan (Furfuran) S － S － － － F － N N F S N － － － － － － － S － － － S － S － N N
Furfural (Furfuraldehyde) S － S － N － F － N N G N N F － N G － － G － － N F － G G － N N
Furfuryl Alcohol S － G － － － － － N N G － N N N N － － － － － － － － － － － － N N

G Gallic acid － － S － － － － － G G G S G N S － － － － － － － － － － － － － － －
Gasoline S S S F G F S － S S N S N G S N G G G － S N G G G S S S N F
Gelatin S S S － S S S － S S S S S F S S － － － － － S S S S S S － G G
Glucose S － S － － － － － S S S S S N S S G S S S － － － S － S S － G G
Glycerine (Glycerol) S S S － S S S － S S S S S N S S G S S S － F S G S S S － G G

H Heavy oil － － S － － － S － N N N G N － N N G － － － － － F － － － － － － －
Heavy Water S － S － － － － － S S S － S N S S － － － － － － － － － － － － G G
Helium S S S － S － S － S S S S S S S S S S S S － － S － － － － － － －
Heptane or n-Heptane S S S G － － － － S S N S F G F N S － － S － － － S S S S － N N
Hexaldehyde or n-Hexaldehyde S S S － － － － － N N S N N G N G － － － － － N N S － － － － N N
Hexane S S S G F F S － S S N S F G G N S S S S S N N G S S S － N G
Hexyl Alcohol S S S － G － G － S S F S S N G G － － － － － － G S － － － － F G
Hydrazine S － － － － － － － G G S N G N N G － － － － S － － － S S S － N N
Hydrobromic Acid (20%, 20ºC) F － G － S N N － N N S S N N F N － － － S － F S N － N N － N G
Hydrobromic Acid (40%, 20ºC) F － G － S N N － N N S S N N F N － － － S － N S N N N N － N －
Hydrochloric Acid (10%, 20ºC) S F S G S S G S S S S S F － G F S S S S S G S N N N N N F G
Hydrochloric Acid (20%, 20ºC) G N S － S G F － G G S S － － － F F S S S S G S N N N N N F F
Hydrochloric Acid (20%, 80ºC) N N G － G F N － N N F S － N － N N G S G G N F N N N N N F F
Hydrochloric Acid (37%, 20ºC) F N G － S F N － N N F S N N G F N S G S S F S N N N N N F F
Hydrocyanic Acid S － S － S － － － G G S S G － G F － － － S － － S N － S S － N G
Hydrofluoric Acid (Anhydrous) － － G － － － － － N N F N － － N N － － － － － － － － － － － － － －
Hydrofluoric Acid (conc., cold) － － G － － － － N N N F S S － N N － － － － － － － － － － － － － －
Hydrofluoric Acid (conc., hot) － － G － － － － N N N N F － － － － － － － － － － － － － － － － － －
Hydrogen S S S － S S S － S S S S S S F F G S S S － S S F S S S － N F
Hydrogen Chloride gas F N S N － － － － N N F S N － G G － － － － － － － － － － － － － －
Hydrogen Fluoride (Anhydrous) － － G － － － － － N N G N N － N － － － － － S － － － － － － － － －
Hydrogen Peroxide (5%, 20ºC) S S G G S F － S N N S S N － S S S S S S S G S N S G G － G G
Hydrogen Peroxide (5%, 50ºC) F － G － S F － － N N G S N － S S G S S S S G G N S G G － N F
Hydrogen Peroxide (30%, 20ºC) G － G G S N － － N N F S N － G G G N G S S G G N S G G － N N
Hydrogen Peroxide (90%, 20ºC) － － G － － － － － N N F G N － G G － － － － － － － N － － － － N N
Hydrogen Sulfide G － S － S S S S － N － － S － － S － G S F G G G － N N
Hydroxindasate S － S － S － S － F F F G N － G G G － － － － － S － － － － － G G

*The information is a general experimental value of the material but not a guaranteed value.  Upon using a chemical, always test the equipment with the specific chemicals under the specific conditions of your application.
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H Hypochlorous Acid G － － － S F N － N N G S N － － － － S S － － G S N F － F － G G
I Isobutyl Alcohol (Isobutanol) S S S － S G F － G G S S G N G S － F F G － N S S S S S － G G

Isooctane S S S G － － － － S S N S F G S N G S S G S N F S S S S － F G
Isopropyl acetate S S G － F N S － N N G N N N G N － － － S － N － G G － S － N N
Isopropyl Acetate S S G － F N S － N N G N N N G N － － － S － N F G G － S － N N
Isopropyl Alcohol (Isopropanol) S S S G S G G － G G G S G N G S G F F S S N S G S S S － G G
Isopropyl Chloride (2-Chloropropane) － － － － － － － － N N N S N N G N － － － － － － － － － － － － － －
Isopropyl Ether S S S － G － G － G G N N N G F N － G G G － N G S S S S － G G

J Jet fuel(1 ～ 6) － － － － － － － － S S － N － － － S － － － － － － － － － － － － － －
K Kerosene (Similar to RP-1 and JP-1) S S S G F G S － S S N S F S S N G S S S S F N S S S S － F F

Ketone － － － － － － － － N N G N N N N N － － － － － － － － － － － － － －
L Lacquers S S S N F － G － N N N N N N N N － N N － － － F S S － － － F F

Lactic Acid (Cold) S － S N S S G － G F G S F － G S G F F S － G S F N N S G N G
Lactic Acid (Hot) － － S N － － － － N N N S N － G G － － － － － － － － － － － G － －
Lard Animal Fat S S － － S － S － S S G S N S S G G － － S － － － G G － F － G G
Lead Acetate (Lead Sugar) S S G － S S S － G G S N N N N N G － － － － G － － － G G － N N
Lead Arsenate S － S － － － － － F F S F S N S G － － － － － － － － S － － － N N
Lead Nitrate S － S － － S S － S S S － S － S G － － － － － － S N － － － － N G
limonene, refer to Dipentene S － S － － － － － G F N S N N F N － － － － － － － － － － － － G G
Linoleic Acid S － S － S － G － G G N G N － － G － － － － － － G － － － － － G G
Linseed Oil S S S － S S S － S S F S N G S S G G G － － F S S G S S － G G
Liquid Petroleum Gas (LPS) S S S － S S S － S S N S N S F F － F F － － F G S S S S － F F
Lubricating Oils, Di-ester S S S － － － G － G G N S N － G N G － － － － － － S S S S － N G
Lubricating Oils, petroleum base S S S － G － G － S S N S N G S N G S G － － － F S S S S － G G
Lubricating Oils, SAE 10, 20, 30, 40, 50 － － S － － － － － S S N S N G S N － － － － － － － － － － － － － －
Lubricating Oils, Synthetic base － － S － － － － － － G － S N F G － － － － － － － － － － － － － － －

M Magnesium Chloride S S S － S S S S S S S S S S S S S S G S S S S F G F G － N G
Magnesium Hydroxide F S S － S S S － G G S S G N － － S － － S － S S F G G G － G G
Magnesium Sulfate S S S － S S S S S S S S G － S S － － － S － S S F G G G － G G
Maleic Acid S － S － S － S － N N F S N － － － － S F S － － S － G F F － N G
Malic Acid S － S － S － S － S S G S G － S G － － － － － － S F G G G － N G
Mercaptan S S S － G － S － N N F G N S S F G － － S － － G F S G G － F G
Mercuric Chloride S S S － S S S － S S S S S － S － － － － S － G S N F N N － N F
Mercury S － S － S S S － S S S S S － － － S － － G G S S N N S S － N G
Methane S S S － － － － － S S N S F F G N S G G S － － － F － － F － N F
Methyl Acetate S S G － F N S － N N G N N N N N G N N S － N N G G G G － N F
Methyl Acrylate － － S － － － － － N N G N F N N N － － － － － － － － － － － － － －
Methyl Alcohol (Methanol) S S S N G F F S G G S N S N S S G G F S S N G S G S S S N N
Methyl Cellosolve － － S － － － － － F F G N N N N F － N N S － － － － － － － － － －
Methyl Cellulose － － S － － － － － G G G N G G N G － － － － － － － － － － － － － －
Methyl Chloride S S S － F N N － N N F G N N G N G N N G － N N G F S S － N G
Methyl Ethyl Ketone (MEK) S － S － F N F S N N S N N N N N G N N S S N N S G G G － N N
Methyl Formate － － － － － － － － N N G － N － － － － － － － － － － － － － － － － －
Methyl Isobutyl Ketone (MIBK) S － S － F N S － N N F N N N N N － N N S － N F F G G G － N N
Methyl Isopropyl Ketone S － S － － － － － N N G N N N N N － － － － － － － － S － S － － －
Methyl Methacrylate S － S － F N F － N N N N N N N N － － － S － N － － G G G － － N
Methyl Salicylate － － G － － － － － N N G － F － － － － － － － － － － － － － － － － －
Monoethanolamine (MEA) S － S － G － S － N N G N G N N G － N N G － G F － － － F － G G

N Naphthalene S S S － S S S － N N N S N G S N S － － S － G S F G S S － N G
Naphthenic Acid S － S － S － － － G G N S N F S N － － － － － － S F － G G － N G

*The information is a general experimental value of the material but not a guaranteed value.  Upon using a chemical, always test the equipment with the specific chemicals under the specific conditions of your application.



8

Ｑ

Ｒ

Ｓ

Ｔ

Ｕ

Ｖ

Ｗ

Ｘ

Ｙ

Ｚ

Chemical

Resin Rubber / Pad Tube Metal / Sealock

PB
T

PO
M

PP
S

PC
TG PP AB

S
PA

6
PE

EK
N

BR
H

N
BR

EP
D

M
FK

M C
R

AU
,E

U
FV

M
Q

VM
Q

PA
12

TP
U 

(e
ste

r)
TP

U 
(e

th
er

)
PF

A
FE

P
So

ft 
PV

C
PA

O
C

36
00

A2
01

1
SU

S3
04

SU
S3

16
Sp

cl
. S

U
S

St
d. 

Se
alo

ck
Su

pe
r S

ea
loc

k

Ｐ

Ｏ

Ｎ

N Naptha S S S － F G S － G G N S N G G N G N N S S F F F S S S － F G
Natural Gas S S S － S S S － S S N S G G F G G S S － － S S S S S S － F G
Nickel Acetate S S G － S S S － G G S N F N N N － － － S － G S － G G G － N N
Nickel Chloride S S S － S S S － S S S S G F S S G － － S － S S N F F G － N G
Nickel Sulfate S S S － － S S － S S S S G F S S － － － S － S － N N G G － G G
Nitric Acid (10%, 20ºC) F － S G S － － S N N G S － － G G N － N S S － S N F S S S N G
Nitric Acid (10%, 70ºC) N － F F G － － － N N G S － － G G N － N S S － G N F G S G N G
Nitric Acid (30%, 20ºC) N － G － G － － － N N G S － － G G N － N S S － G N F G S G N G
Nitric Acid (30%, 70ºC) N － F － F － － － N N G F F N F F N － N S S － F N F G S G N G
Nitric Acid (61%, 20ºC) N － F N F － － N N N F F － － F N N － N S S － F N F G S G N G
Nitric Acid (Red Fuming) N － N － － － － － N N N G － N N N － － － － － － － － － － － － － －
Nitric Acid (White Fuming) N － N － － － － － N N N N － N N N － － － － － － － － － － － － － －
Nitrobenzene S － S － N N N － N N S G N N N N F － － S S N N G G G G － N F
Nitroethane S － S － N N － － N N G N G N N N － － － － － N N － S S S － N N
Nitrogen S S S － S S S － S S S S S S S S G S G S － S S G S S S － G G
Nitromethane S － S － N N － － N N G N F N N N S － － G G N N － S S S － N N
Nitropropane S － S － N N － － N N G N N N N N － － － － － N N － S S S － N N
Nitrous Oxide S S － － － － － － S S S S － － － S － － － S － － － N － G G － G G

O Octachloro Toluene － － － － － － － － N N N S N N G N － － － － － － － － － － － － － －
Octadecane － － S － － － － － S S N S F S S N － － － － － － － － － － － － － －
Octane or n-Octane － － S － － － － － G G N S N N G N G － － － － － － － － － － － － －
Octyl Alcohol G － S － S G F － G G F S G N G G － － － S － N G F S S S － G G
Oleic Acid S － S G G S S － F F N G N G － N G S F － － F F F G G G － G G
Oleum (Fuming Sulfuric Acid) F － G － F N N － N N N S N N G N N S S S S N N N G G G － N G
Olive Oil S S S G G S S － S S G S F S S F － － － － － F G F S S S － G G
Oxalic acid S － S － S S S － G G S S G － S G G － － S － G S F F F － － N G
Oxygen S S S － S S S － G G S S G S S S S S F S － S S S S S S － G G
Ozone F G G － F F N － N G S S F S G S F S S S S G F G S S S － G G

P Palmitic Acid S － S － － － S － S S G S G S S N － － － S － － － G － G G － N G
Pentane or n-Pentane S S S － － － － － S S N S F N F N － － － － － － － G － － G － N N
Perchloric Acid G － G － F － － － N N G S F N S F － － － － － G － N N N N － G G
Perchloroethylene S S S － F － N － G G N S N N G N F N N S S － N F － － F － N G
Petroleum Oil － － S － － － － － G G N S N S G N G － － － － － F － － － － － － －
Petroleum Oil, Crude － － S － － － － － G G N S N S G N G － － － － － － － － － － － － －
Phenol (Carbolic Acid) G G S N － － N － N N N S N N G N N N N S S N G G G G G － G G
Phenylhydrazine S － － － － － － － N N G S G － － － － － － － － － － － － － － － N G
Phorone － － － － － － － － N N F N N N N N － － － － － － － － － － － － － －
Phosphoric Acid, 20% － － S － － － － F F F S S － － F F － － － － S － － － － － － － － －
Phosphoric Acid, 45% G － S － S G G － F F S S － － G F G F N S S S S N N G G － G G
Phosphoric Acid, Concentrated F － S － S F N － F F G S N N N N － F N S S G S N N N G － G G
Picric Acid (2,4,6-Trinitrophenol) S － S － G － F － G G G S G － G N F － － G － － G N － F F － N G
Pine oil S － S － G － F － S S N S N － S N G － － － － － － F S G S － F G
Pinene S － － － － － － － G G N S N G G N － － － － － － F － － － － － N N
Piperidine S － － － － － － － N N N F N F F N － － － － － － － － － － － － N N
Potassium Acetate － － G － － － － － G G S N N N N N － － － － － － － － － － － － － －
Potassium Bichromite S － S － S － － － G G S G S N S G F G F － － － S N － － F － N G
Potassium Chloride S S S － S S S － S S S S S S S S G S G S － S S F F G S － G G
Potassium Cyanide S － S － S S S － S S S S S S S S － － － － － S － N N G G － N G
Potassium Nitrate S － G － － － － － S S S S S S S S S G G S － － － F S F F － N G
Potassium Permanganate S － G － S S N － F F S F S N S G N F S S S G S G G G G － N －

*The information is a general experimental value of the material but not a guaranteed value.  Upon using a chemical, always test the equipment with the specific chemicals under the specific conditions of your application.
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P Potassium Sulfate S S S － S － S － S S S S G S S S G － － S － － S G S F F － G G
Propane S S S － S S S － S S N S F F G N G G G S － S S S S S S － N G
Propyl Acetate S S G － F N S － N N G N N N N N － － － S － N F G － － S － N N
Propyl Alchol S S S － G － F － S S S S S N S S － － － S － － G F － S S － F G
Propylene S S S － － － S － N N N S N N G N － F F － － F － S S S S － N G
Pyridine S － S － － － － － N N G N N F N N F N N S S － － F － － F － N N
Pyrrole S － S － － － － － N N N N G － N G － － － － － － － － － － － － N N

S Salicylic Acid S － G － S － － － G G S S G － S － G － － S － S S F F G G － F G
Salt waterbrine S S S － － － － － S S S S G G S S G S S S － － － F F G G － G G
Sea (Salt) Water, Brine S S S － － － － － S S S S G G S S G S S S － － － F F G G F G G
Silicate Esters S S S － － － － － G G N S N S S N － － － － － － － － － － － － N G
Silicone Greases S S S N G － S － S S S S S S G F － S S － － － G S G － － － N G
Silicone Oils S S S N G － S － S S S S S S G F S S S － － － G S G － － － G G
Silver Nitrate S － S － S S F － G G S S S S S S － G G S － G S － N F G － N G
Soap Solutions S S S G S － S － S S S S G N S S S G G S S － S G G S S － G G
Soda Ash, refer to Sodium Carbonate S S S － S － S － S S S S S － S S S S S S － － S G F S S － N G
Sodium Bichromate － － S － S － S － G G S G S N S G － － － － － － S － － － － － － －
Sodium Bisulfate or Bisulfite S G S － S G S － S S S S G － S S G － － － － G － － G F F － G G
Sodium borate (sodium tetraborate) S － S － － － － － G G S S F S G G G － － S － － － N F － G － N G
Sodium Carbonate (Soda Ash) S S S G S － S － S S S S S － S S S S S S － － S G F S S S N G
Sodium Chloride S S S G S － S － S S S S S S S S G S S － － － S F F F F F G G
Sodium chloride S S S － S － S － S S S S S S S S G S S － － － － F F F F － G G
Sodium Cyanide S － S － S S S － S S S － S － － S － － － S － S S N N G G － N G
Sodium Hydroxide, refer Caustic Soda － － S F － － － S F G S F S N S G － － － － S － － － － S S S － －
Sodium Hypochlorite (5%, 20ºC) S G S G S S F － － G － － － － － － － S － S S G S N N N F － G G
Sodium Hypochlorite (5%, 70ºC) N N S G G F N － － F － － － － － － － S － － － F F N N N F － G G
Sodium Metaphosphate S － S － S － S － S S S S S － S － － － － S － － S － － － F － N F
Sodium Nitrate S － S － S － S S G G S － G － G N G － － S － － － F S G S － N F
Sodium perborate (Peroxydol) － － － － － － － － G G S S G － S G － － － － － － － － － － － － － －
Sodium Peroxide S S G － S N N － G G S S G N S N － － － S S G S N G G G － N N
Sodium Phosphate S S S － － － － － S S S S S S － N － － － S － － － N F F F － G G
Sodium Sulfate S S S － － － － － S S S S G S S S G － － － － － － G G G G G G G
Sodium Sulfide S － S － － － － － S S S S G S S S G － － S － － － N F F F － N N
Sodium Sulfite S G － － S － G － S S S S S － S S G G G S － － S F G G G F N －
Sodium Thiosulfate S － S － S － S － G G S S G S S S S － － S － － S F F － G － N G
Sodlum Silicate S S S － － － － － S S S S S － － － G － － － － － － F G － G － N G
Sodnm Bicarbonate (Baking Soda) S S S － － － － － S S S S S － S S G － － S － － － F G S S － G G
Soybean oil S S S － S － S － S S F S N － S S － － － － － － － F G G G － F G
Stannous Chloride (Tin Chloride) S S S － － － － － S S S S S － S G G － － － － － － － － － － F － －
Steam (204-260ºC) (400-500ºF) N － － － F － N － N N F N N N N N － N N F － － N F G － － － N N
Steam (204ºC or less) (400ºF or less) N － G － F － N － N N S N N N N F － N N － － － N G S － G － N N
Steam (260ºC or above) (500ºF or above) N － F － － － N － － N － － － － － － － N N － － － N F G － － － N N
Stearic Acid S － S － S － S － G G G － G － － G S － － S － － S F － G G － N F
Styrene S － S － G F G － N N N G N N F N G N N G － N F F S S G － N N
Sucrose solutions － － － － － － － － S S S S S N S S － － － － － － － － － － － － － －
Sulfur S － S － S S S － N N S S N － S F G － － S S G S N － G G － G G
Sulfur Chloride S － G － S － － － N N N S N － S F － － － － － － G N N F F － N G
Sulfur Dioxide, Dry G － S － S G － － N N S N G － G G G N N S － S G N G S S － N －
Sulfur Hexafluoride － － S － － － － － G G G G G － G G － － － － － － － － － － － － － －
Sulfur Trioxide Dry S － S － － － － － N N G S F － G G － － － S － － － F － F F － N G

*The information is a general experimental value of the material but not a guaranteed value.  Upon using a chemical, always test the equipment with the specific chemicals under the specific conditions of your application.
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S Sulfuric Acid  (20%) G － S － S － S － N N G S F － F N G S S S S － S N F F G － N G
Sulfuric Acid (10%, 20ºC) G － S N S － － S N N G S － － F N G － － S S － S N F F G F N G
Sulfuric Acid (10%, 70ºC) N － S － S － － － N N － S － － － N N － － S S － G N F N F N N G
Sulfuric Acid (30%, 20ºC) G － S G S － － F N N － S － － － N F － － S S － － N F F G － N G
Sulfuric Acid (30%, 70ºC) N － S G S － － F N N － S － － － N N － － G G － G N N N F N N G
Sulfuric Acid (Conc., 20ºC) F － G N F N N N N N F S N N N N N S S S S N F N N N N － N G
Sulfuric Acid (Conc., 70ºC) － － G N － － － N N N N S N N N N － － － － － － － － － － － － － －
Sulfurous Acid G － － － S － S S G G G S G F － N － N N S － － S N F F G F N F

T Tannic Acid S － － － S － S － S S S S G － S G － － － S － － S F － F F － N G
Tar, bituminous － － S － － － － － G G F S N － S G － － － － － － － － － － － － － －
Tartaric Acid S － － － S － G － S S G S F S S S G － － S － － F F G G F － G G
Terpineol S － S － － － － － G G F S N G S N － － － － － － － － － － － － N G
Tetrachloroethane G S S － F N N － N N N S N F G － － N N G － N － － N S S － N G
Tetrachloroethane G S S － F N N － N N N S N F G － － N N G － N N － N S S － N G
Tetraethyl Lead S S S － G － G － G G N S N － G － － － － G － － G G － － G － F G
Tetrahydrofuran S S S － F N N － N N F N N F N N S N N G S N N － F － S － N N
Tetralin S － S － F － － － N N N S N － S N G － － － － N N － S S S － N G
Thionyl Chloride S S S － N － N － F F F S N F G F N － － G － － N N － － － － N G
Toluene S S S N F N G － N N N S N N G N G N N S S N F S S S S － N G
Toluene Diisocyanate (TDI) － － S － － － － － N N G N N － N N － － － － － － － － － － － － － －
Town Gas － － S － － － － － S S － S － － － F － － － － － － － － － － － － － －
Triacetin S － S － － － － － G G S N F N N － － － － － － － － － G － － － － N
Triaryl phosphite － － S － － － － － N N S S N N G F － － － － － － － － － － － － － －
Tributyl Mercaptan － － S － － － － － N N N S N － F N － － － － － － － － － － － － － －
Tributyl phosphate S － S － － － S － N N G N N N N N G － － － － － － G － － G － N N
Trichloroacetic Acid G － S － － － － － G G G F G N N － － N N S S － － N N F F － N N
Trichloroethylene (Ethylene Trichloride) G S S N F N N － F F N S N N G N F N N S S N F S G G G － N F
Tricresyl phosphate － － － － － － － － N N S G N － G F － － － － － － － － － － － － － －
Triethanol Amine S － S － G G S － F F G N G N N S G N N G G F F N S S S － G G
Trinitrotoluene (TNT) － － S － － － － － N N N G F － G － － － － － － － － － － － － － － －
Trioctyl phosphate － － S － － － － － N N S G N N G F － － － － － － － － － － － － － －
Tris(2-butoxyethyl) phosphate S － S － － － － － N N S S G N G － － － － － － － － － － － － － N G
Tung Oil (China Wood Oil) S S S － S － S － S S N S N F G N － － － － － － S S S S S － － G
Turpentine oil. S － S G G － F － S S N S N － S N G － － － － － － F S G S － F G

U Uric Acid S － S － － － － － F F S F S N S G G F F － － － － F － － － － N N
V Varnish － － S － － － － － G G N S N F G N － － － － － － － － － － － － － －

Vegitable oil － － S － － － － － S S F S F － S S － － － － － － － － － － － － － －
W Water S S S G S － S S S S S S S N S S S S S S S － S G S G G G G G
X Xylene (Xylol) (Dimethyl Benzene) S S S － N N G － N N N S N N S N G N N S S N G － S S S － F G
Z Zeolites S S S － － － － － S S S S S － S － － S S － － － － － － － － － G G

Zinc Acetate (Zinc Ethanoate) S S G － S S S － G G S N N N N N － － － － － S S N － － S － N F
Zinc Chloride S S S － S S S － S S S S S － S － G － － S S S S N F N G － N G
Zinc Sulfide S － S － S S S － F F S F S N S G G － － S － S S F － S S － N N

*The information is a general experimental value of the material but not a guaranteed value.  Upon using a chemical, always test the equipment with the specific chemicals under the specific conditions of your application.
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